Cargo Covers and/or Body Cladding Discolored
(Chalky) (Apply Conditioner) #04-08-111-001 -
(01/16/2004)

Cargo Covers and/or Body Cladding Discolored (Chalky) (Apply Conditioner)
2002-2004 Cadillac Escalade EXT
2002-2004 Chevrolet Avalanche

Important

Implementation of this service bulletin by "GM of Canada" dealers requires prior District Service
Manager approval.

Condition

Some customers may comment that the cargo covers or the body cladding is discolored (chalky).
Correction

Apply a conditioner following the procedure below.

o This preduct should be used i & well ventilated area using nitrile gloves and propev eve
arotection. :

« This product is ilammakle. Do not use around open flame, These reconditioning wipes may
spoatansonsly combust, be aware of fire risk.

= All personnel shonid read the Material Safety Data Sheet before using this product,

o Proper disposal of used wipes should be foliowed. 3

Important

Make certain the surface is clean and dry before applying TS-1. This product will not bond to wet
surfaces and, if the surfaces are not cleaned, the results will be disappointing.

1. Wash the vehicle with a general purpose cleaner to make certain the surfaces are clean.

2. Foreaseofclean-up,tapeaﬁ'aﬂthepaintedwrfacwmdthetﬁm.('I'hispmductwillnothaxm
paint).

3. Apply TS-1 evenly over the surfaces.

4. Allow product to remain for a few minutes.

Important
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